
(BSP June 11, 2003) 1 
Concrete shall be Class 28. 2 
 3 
Steel reinforcing bar shall conform to Section 9-07. 4 
 5 
Epoxy bonding agent for setting steel reinforcing bar dowels in place shall be either 6 
Type I or Type IV, as specified in Section 9-26.1.  The grade and class of epoxy 7 
bonding agent shall be as recommended by the bonding agent manufacturer and 8 
approved by the Engineer. 9 


